CONCRETE CANOE: Mix Design
Meeting 1 Minutes

October 13, 2009

4:30-5:15 PM

Materials:

· Brittany will contact Poraver about glass beads so they can be ordered ASAP

· Brittany/ (Help please!) will keep AS&G informed /speak to Dave Johnson (Sales Manager) about supplies

· Daniel will find out if there is any available bisque ware that can be used 

· Daniel and Anna will kidnap the materials we currently have when they visit the warehouse to drop off the foam

· Kimi will be questioned regarding where materials were found last year (i.e. fly ash)
· Jason will discuss the potential uses of recycled rubber with Dr. Abaza and see if we can obtain some for sample testing

· All members are to be looking for information about where we can find the following materials for sample tests:
· Cork (or cork substitutes)

· Some form of Latex, “Polymer Modifier,” that meets specs (ASTM C 1438, Type II)

· Metakaolin that meets specs (ASTM C 618, Class N)
· Potentially look into some sort of Dispenser for the fibers

To Do:

· Acquire Materials

· Determine Moisture Content and Specific Gravity for Materials (Aim for <60 lb/ft3 Overall)
· Gradations of aggregates

· Mix Design

· Sample Batches

· Determine Density and Strength

· Final Cylinders for the conference display

· Find MTDS sheets for each material

